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GB/T 1690 / ISO 1817 rubber, vulcanized or thermoplastic——determination of the effect
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ASTM D471 ¥t bRt E6 /71— AR 52 standard test method for rubber property——
effect of liquids
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1 S W R-300°C
2 AR 6

3 PR 69x50x380cm
4 G-y 28kg

5 CEV/ AC220V,12A
4. FENLEC A

4.1 FrAEJIRL, EAT 16mm

42 B 14

43 HEhi 1
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